




















PRODUCT: 

DESCRIPTION:

APPLICATION: 

DATE:

Rock Board SURFACE CHARACTERISTICS TEST METHOD UNIT VALUE

AC Rating 5

EN 14323 N ≥ 1,5

EN 15186:2012 ( E ) Class A

EN 14323 Class 1

EN 15185:2011 ( E ) Class A

Crosscut ISO 2409:2013 0

Impact small ball BS 3962: part 6: 1980 Class A

Resistance to dry heat EN 12722 : 2013 5

Resistance to wet heat EN 12721:2013 5

Gloss 60º EN 14323 5

Light Resistence EN 14323 ≥ 6 blue wool scale

Stain Resistance EN 14323 Class  ≥ 4

Tendency to Keep Dirt UNI 9300 Level ≥ 4

Behaviour to water vapour EN 14323 Level ≥ 4

TECHNICAL DATA SHEET

Rock Board

A Rock Board layer.  on 100% natural wood block board with Different Shapes 

of Rocky, Barble and decorative 

Furniture industry, Floors

November 2019

OPTICAL PROPERTIES

OTHER PROPERTIES

MECHANICAL PROPERTIES

PHYSICAL PROPERTIES

Abrasion resistance

Scratch resistance 

THERMAL PROPERTIES









































PRODUCT: 

DESCRIPTION:

APPLICATION: 

DATE:

Organic Lumber SURFACE CHARACTERISTICS TEST METHOD UNIT VALUE

AC Rating 5

EN 14323 N ≥ 1,5

EN 15186:2012 ( E ) Class A

EN 14323 Class 1

EN 15185:2011 ( E ) Class A

Crosscut ISO 2409:2013 0

Impact small ball BS 3962: part 6: 1980 Class A

Impact large ball BS 3962: part 6: 1980 Class A

Resistance to dry heat EN 12722 : 2013 5

Resistance to wet heat EN 12721:2013 5

Gloss 60º EN 14323 5:10

Light Resistence EN 14323 ≥ 6 blue wool scale

Stain Resistance EN 14323 Class  ≥ 4

Tendency to Keep Dirt UNI 9300 Level ≥ 4

Crack Resistence EN 14323 Class  ≥ 3

Behaviour to water vapour EN 14323 Level ≥ 4

PHYSICAL PROPERTIES

OPTICAL PROPERTIES

OTHER PROPERTIES

MECHANICAL PROPERTIES

Abrasion resistance

Scratch resistance 

THERMAL PROPERTIES

TECHNICAL DATA SHEET

Organic Lumber

An Organic Lumber layer.  on 100% natural wood block board with Different 

Shapes of Wood, Textile with syncronized natural wood texture 

Furniture industry, floors

November 2019










































